
1.   ASTM D4060-25 Standard Test Methods for Abrasion Resistance of Organic Coatings by the 
Taber Abraser
2. ASTM C579-23 Standard Test Methods for Compressive Strength of Chemical-Resistant 
Mortars, Grouts, Monolithic Surfacings, and Polymer Concretes
3. ASTM C580-23 Standard Test Method for Flexural Strength and Modulus of Elasticity of 
Chemical-Resistant Mortars, Grouts, Monolithic Surfacings, and Polymer Concretes
4. ASTME 303: 2022 Test Method for Measuring Surface Frictional Properties Using the British 
Pendulum Tester
5. ASTM D2794-93(2024) Standard Test Methods for Resistance of Organic Coatings to the Effects 
of Rapid Deformation (Impact)
6. ISO 2812-1:2017 Paints and varnishes - Determination of resistance to liquids Part 1: Immersion iq 
liquids other than water - Method A Single Phase Liquid
7.  ISO 4624: 2016 - Paint and varnishes - Pull-off test for adhesion
8. ASTM D 2486: 2017 Standard Test Methods for Scrub Resistance of Wall Paints
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